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AEC-Q200
Reliability Test Report

Verified code: 151482

Mame of Client: Shanghai Yongming Electronic Co.,Lid
i No. 258, G Road, Yangwang ial Park, Nangiao town, Fengyxian

Address of Client District, Shanghai, Chi
Sample Name: Polymer ivity aluminum electrolyti (SMD)
?;;‘:’e Mg VPT_330pF_6.3V_6.3'S8

Sample Information:  For further details, please refer to the Section 2

Date of Receipt: 201811426

Test Method: AEC-Q200 Rev D {June 1, 2010)

Test Period: 201811426 to 2019/02/14

Test Result: For further details, please refer fo the following pages

Prepared by Li *¥ukun Checked by *Yue Long Authorized by Lu Yudong

(signature) Li YM (signature)

The test results presented in this report relate to particular samples submitted for testing only.
without authorized signature and special stamp. The report shall not be partially reproduced without the writien approval
of GRGT. Any objection shall be raised within 15 days from the receipt of the report.

GUANGZHOU GRG METROLOGY & TEST CO., LTD
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